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Flow Diagram for Polystyrene Foam Sheet Process

1. Raw Materials
e Polystyrene Resin
o Blowing Agent

2. Extrusion
e Heating
e Mixing
e Injection of Blowing Agent

3. Foam Sheet Extrusion
4. Roll Storage and Curing of Material

5. Thermoforming
e Re-heating
e Forming of containers
e Trimming out of individual containers
e Quality checking of all containers
e Packing of containers
e Excess sheet trimmed and sent back into manufacturing
process at #1

6. Pre-shipping Storage
7. Shipping to the Customer






